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ABSTRACT  

Supramolecules have been drawing increasing attention recently in addressing healthcare 

challenges caused by infectious pathogens. We herein report a novel class of guanidinium-

perfunctionalized polyhedral oligomeric silsesquioxane (Gua-POSS) supramolecules with highly 

potent antimicrobial activities. The modular structure of Gua-POSS Tm-Cn consists of an 

inorganic T10 or T8 core (m = 10 or 8), flexible linear linkers of varying lengths (n = 1 or 3), 

and peripherally aligned cationic guanidinium groups as the membrane-binding units. Such Gua-

POSS supramolecules with spherically arrayed guanidinium cations display high antimicrobial 

potency against Gram-positive (S. aureus) and Gram-negative (E. coli) bacteria, as well as 
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fungus (C. albicans), with the best showing excellently low minimal inhibitory concentrations 

(MICs) of 1.7 – 6.8 µM in media, yet with negligible haemolytic activity and low in vitro 

cytotoxicity to mammalian cells. More significantly, they can inhibit biofilm formation at around 

their MICs and near-completely break down pre-established difficult-to-break biofilms at 250 

µg/mL (~ 50 µM). Their strong antiviral efficacy was also experimentally demonstrated against 

the enveloped murine hepatitis coronavirus as a surrogate of the SARS-CoV species. Overall, 

this study provides a new design approach to novel classes of sphere-shaped organic-inorganic 

hybrid supramolecular materials, especially for potent antimicrobial, anti-biofilm, and antiviral 

applications.  

 

1. INTRODUCTION 

A wave of severe infectious disease outbreaks, mostly of viral origin (e.g. 2003 SARS, 2012 

MERS, and the current Covid-19), has been witnessed in the first twenty years of the 21st century 

and tremendously impacted lives, economies, and healthcare systems all around the world.1 

Equally worrying, if not more, are bacterial infections re-emerged as critical health threats to 

humans, ascribed to the misuse and overuse of antibiotics in the past few decades.2-3 In 

particular, biofilm-related complications are widely considered as one of the major medical 

challenges, accounting for over 60% of chronic infections and countless casualties worldwide.4-6 

Protected by the self-secreted extracellular matrix (ECM),7 bacteria enclosed in biofilm can be 

over 103 times more resistant to antibiotics than their planktonic counterparts, posing a 

significant challenge in inhibiting biofilm formation and more importantly in breaking down the 

pre-formed tenacious biofilms on medical apparatus, implants, nosocomial facilities, etc.8  
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Despite the pressing needs, most antibiotics, either existing or those under development, are not 

able to combat biofilms, possibly because of the ECM shielding barrier that prevents antibiotics 

from penetrating into the matrix.9 Antimicrobial peptides, though effective in biofilm dispersion, 

are costly and subject to enzymatic degradation under in vivo conditions.10 Cationic amphiphilic 

polymers represent another novel class of potent antimicrobial materials that have garnered 

intense research interests,11-16 yet they suffer from the drawbacks of polydispersity. The 

antimicrobial activities observed on polymers is usually a combined result arising from a mixture 

of similar species with different structures and chemical compositions, which oftentimes makes 

it difficult to establish a clear structure-property relation. Furthermore, many antibacterial agents 

are found ineffective against viruses due to the distinct biological features between different 

pathogen species.17-19 Development of safe and effective antimicrobials and antivirals to combat 

wide-ranging forms of infectious pathogens, e.g. planktonic bacteria, fungi, biofilms, and 

viruses, is therefore an urgent task to safeguard public health and meanwhile  better prepare us 

for ‘Disease X’ in the next outbreak. 

Large columnar molecules carrying multiple active moieties have recently shown great promise 

as antimicrobial and anti-biofilm agents by virtue of their discrete molecular nature and pre-

organized functional groups.20-24 In 2016, Cohen and co-workers reported a novel class of 

supramolecular pillar[5]arenes decorated with phosphonium20 or ammonium21 groups. Although 

capable of inhibiting biofilm formation, they did not affect bacteria growth or disrupt pre-

established biofilms. Haag and co-workers later designed a nanoaggregate self-assembly of 

zwitterionic pillar[5]arene macrocycles.22 Such nanoaggregates of weak cationic nature 

displayed good destructive effects against bacteria both in planktonic state and enclosed in 

biofilm. Very recently, the pillar[5]arene scaffold was further functionalized with cationic 
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guanidinium groups by Wang and co-workers,23 which exhibited potent antibacterial activity 

against E. coli and S. aureus, and was also able to disrupt pre-formed E. coli biofilms. These 

studies have served to mark the potential of multi-armed molecules for antimicrobial 

applications, but the influence of different molecular core structures and three-dimensional (3D) 

spatial arrangement of peripheral functional ligands remain underexplored, as the prior examples 

were all built upon the same macrocyclic pillar[5]arene scaffold with column-shaped 

configuration.20-24  

Herein we report a novel class of structurally well-defined high purity polyhedral oligomeric 

silsesquioxanes (POSS) supramolecules in spherical shape that are perfunctionalized with 

cationic guanidinium groups (Gua-POSS, Figure 1). Selected sphere-shaped Gua-POSS designs 

with T10 core demonstrate high potency against planktonic bacteria and fungi (MICs = 7.8 – 

31.3 µg mL-1 in MHB media, equivalent to 1.7 – 6.8 µM) outperforming some column-shaped 

antibacterial designs,22-23 yet with negligible haemolytic activity (HC50 > 2000 µg mL-1 on rat red 

blood cells) and low in vitro cytotoxicity (IC50 = 337.6 – 426.6 µg mL-1 to mouse fibroblast). 

More remarkably, they also display excellent performance to inhibit biofilm formation at around 

their respective MICs, and to near-completely disrupt and remove pre-established biofilms of 

different maturity stages at 250 µg mL-1 (~ 50 µM) in media. Additionally, they can also 

effectively inactivate the enveloped murine hepatitis coronavirus as a safe surrogate of the 

notorious SARS-CoV species, thereby providing a promising avenue against various types of 

infectious pathogens. 

2. RESULTS AND DISCUSSION 

2.1. Gua-POSS Supramolecular Designs 
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Figure 1. (a) Structure of Gua-POSS supramolecular designs and control compounds; counter 

ions (i.e. trifluoroacetate for Gua-POSS and C3, triflate for C1 and C2) are not shown. (b) 

Possible binding mode between the cationic guanidiniums and anionic phosphates on lipid 

membrane via electrostatic interactions and hydrogen bonding.25 (c) Illustration of bacteria and 

fungi killing, coronavirus inactivation, and biofilm disruption by Gua-POSS supramolecules. 

The drawings of Gua-POSS, bacteria, fungi, and coronavirus are not to scale. 

 

The Gua-POSS structure is modularly tunable, consisting of a T10 or T8 core, flexible linear 

linkers of varying lengths, and ten or eight peripheral cationic guanidinium groups as the target-

binding moieties (Figure 1a). In the literature, guanidinium and its derivatives have been of 
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extensive research interests for decades, ascribed to their antimicrobial activity and membrane 

binding/penetrating capability.26-29 In the Gua-POSS core of pentagonal prism (T10) or cubic 

(T8) shape, each tetrahedral Si center bonds to three µ2-oxo bridges in the inorganic core and one 

side arm pointing outwards, spatially pre-organizing the terminal-appended guanidinium to form 

a spherical shape for potential antimicrobial actions. The linear linkers consist of three segments 

of alkyl chains, including C3H6, C5H10, and CnH2n (n = 1, 3) in length respectively, 

interconnected by amide and 1,2,3-triazole linkages. These alkyl chains were crucial to render 

structural flexibility and also to enhance lipophilicity of the Gua-POSS supramolecules, both 

being essential factors influencing their interactions with the microbial lipid bilayer membrane.30-

33  

Four Gua-POSS designs were combinatorially synthesized with different cores and side chain 

lengths, namely T10-C1, T10-C3, T8-C1 and T8-C3 (Figure 1a). Their estimated physical 

dimensions range 5 – 8 nm at the most extended state, which are much smaller than typical 

microbial cells (0.5 – 5 µm) and viruses (20 – 200 nm), ensuring their good contact upon being 

mixed in solution to facilitate electrostatic and hydrophobic interactions with the pathogens. 

Additionally, Gua-POSS molecules with shorter linkers (i.e. T10-C1 and T8-C1) were isolated 

as yellow solids, whereas those with longer ones are orange-colored highly viscous liquids. They 

are well soluble in water and dimethyl sulfoxide, but only moderately soluble in methanol. POSS 

cages, mostly with T8 core, have been popularly used as a structural component for novel 

materials design, by virtue of their well-defined structures and hybrid properties from both the 

inorganic siloxane cage and organic peripheral groups.34-36 Nonetheless, the active components 

in previous POSS-derived materials were usually not clearly described, being either a mixture of 

similar species34 or dendrimer-like molecules with precise structures unknown.36 
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Perfunctionalization of POSS into well-defined single molecular species is indeed synthetically 

challenging, and to our best knowledge there has been no guanidinium-functionalized POSS 

examples reported in the literature. All Gua-POSS designs in the present study were isolated as 

single molecular species, thoroughly characterized by solution NMR spectroscopy (1H, 13C and 

29Si) and electrospray ionization mass spectrometry (ESI-MS) to confirm their molecular 

structures, chemical purities, and structural stabilities in solution (see Supporting Information). 

In light of the pre-organized cationic guanidinium groups and hydrophobic flexible alkyl linkers, 

we envisioned that such appropriately structured Gua-POSS supramolecules of  spherical shape 

would be able to act against various pathogenic microbes and viruses.  

2.2. Antimicrobial Activity against Planktonic Microbes 

Antimicrobial activities of Gua-POSS were investigated against a range of opportunistic human 

pathogens including Gram-negative bacterium E. coli (ATCC 25922), Gram-positive bacterium 

S. aureus (ATCC 6538), and fungus C. albicans (ATCC 10231). Their minimum inhibitory 

concentrations (MICs) and minimum bactericidal/fungicidal concentrations (MBCs/MFCs) were 

determined using the two-fold microdilution approach in Mueller Hinton Broth (MHB).37 As 

shown in Table 1, they all display high potency against the three target species, with MICs in the 

7.8 – 62.5 µg mL-1 range and MBCs/MFCs that are 1 – 3 times higher than respective MICs. 

Such values are in similar range to that of some best-performing cationic polymers developed in 

our lab,11, 37 and superior to that of the above-mentioned pillar[5]arene-based columnar 

molecules, despite the performance of which was characterized in M9 media23 or simply PBS.22 

Besides, Gua-POSS’s inhibitory effect was found to be stronger against bacteria E. coli and S. 

aureus, as compared to fungus C. albicans. We note that the T10-containing Gua-POSS 

outperformed their T8-containing counterparts in antimicrobial activities, although the difference 
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was rather insignificant. A similar phenomenon was also observed in other in vitro biological 

tests (e.g. haemolytic activity, cytotoxicity, anti-biofilm activity, see details in later discussion). 

This could be due to the different number of guanidinium groups and their spatial arrangement in 

the molecular design, which will be the subject of further investigations. The effect of linker 

length alternation (n = 1 or 3) on the overall antimicrobial activity, however, was not seen, 

possibly because of the strong electrostatic interactions between Gua-POSS and microbial cells 

that mask the marginal hydrophobicity increase by the alkyl linker length extension.  

Table 1. Summary of the minimum inhibitory concentrations (MICs) and minimum 

bactericidal/fungicidal concentrations (MBCs/MFCs) of Gua-POSS in Mueller Hinton Broth 

against E. coli, S. aureus and C. albicans in unit of µg mL-1.  

 
E. coli S. aureus C. albicans 

MIC MBC MIC MBC MIC MFC 

T10-C1 15.6 15.6 7.8 31.3 31.3 62.5 

T10-C3 15.6 15.6 15.6 31.3 31.3 62.5 

T8-C1 15.6 31.3 15.6 62.5 62.5 125 

T8-C3 15.6 31.3 15.6 62.5 62.5 125 

 

2.3. Antimicrobial Mechanisms 

Similar to cationic polymers and others,11, 37-39 we hypothesized that the antimicrobial activity of 

these positively charged Gua-POSS supramolecules is achieved via nonspecific electrostatic 

interactions with the negatively charged microbial cells, leading to membrane disruption 

followed by lysis and cell death, and we confirmed this hypothesis with the following 

experiments.  
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All three microbial cells (i.e. E. coli, S. aureus, C. albicans) were found to be highly negatively 

charged in deionized water with ζ potentials of -21 to -51 mV, whereas upon freshly mixing with 

250 µg mL-1 Gua-POSS, positive or near-zero ζ potentials (-2 to +36 mV) were recorded (Figure 

S1). This may serve as an experimental evidence for the electrostatic interactions between Gua-

POSS and the microbes.36, 40 However, it is worth noting that the positive charge is not the sole 

factor in determining the antimicrobial performance, evidenced by the observation that identical 

T10 or T8 cores functionalized with cationic ammonium groups (C1 and C2, Figure 1a) were 

non-effective in inhibiting the microbial growth, with MICs all greater than 1000 µg mL-1 under 

identical test conditions. Therefore, the antimicrobial property of Gua-POSS supramolecules 

should be ascribed to the multiple salt bridges and hydrogen bonds formed between the positive 

guanidinium and negative phosphates on the microbial membrane (Figure 1b).26-28 In addition, 

the guanidinium groups need to be spatially organized to facilitate the antimicrobial action, 

evidenced by the fact that free-standing guanidinium (C3, Figure 1a) does not display any 

antimicrobial effect up to 1000 µg mL-1. This finding echoes a previous report by Böttcher et al. 

that guanidinium groups have to be precisely spaced on linear molecules to exert strong 

antimicrobial activity.27 

To study the detailed effects of Gua-POSS on microbial membrane, fluorescence staining assays 

using propidium iodide (PI) dyes were conducted to monitor the membrane permeability. The 

DNA-binding PI dye remains silent in the presence of microbes with intact membranes, but 

exhibits strong fluorescence if the membrane is disrupted.41 As shown in Figure 2a, Gua-POSS 

treatment on E. coli at 125 µg mL-1 (at or below their MBCs over 1 h, Figures S2-S4) led to 

dramatic fluorescence increase, suggesting that the cationic Gua-POSS supramolecules are able 

to penetrate through the pores across the bacteria cell wall and induce significant membrane 



 10 

disruption.42-43 Among the different Gua-POSS designs, T10-C1, T10-C3 and T8-C3 induce 

similar fluorescence increases upon mixing with the bacteria, and their effects are comparable to 

that of polymyxin B, an antibiotic against Gram-negative bacteria well known for its capability 

to form pinholes on the membrane.23 In comparison, T8-C1 demonstrates a much lower activity 

in disrupting the E. coli membrane, but still significantly higher than the negative control. Using 

identical PI fluorescence assay, similar disruptive effects were also observed on the cytoplasmic 

membrane of S. aureus (Figure 2b) and C. albicans (Figure 2c), suggesting the general capability 

of these Gua-POSS supramolecules to disrupt microbial membranes and the effect is dependent 

on the actual structural design. Such structure-dependent membrane disruption was consistently 

observed at lower Gua-POSS concentrations of 62.5 and 31.3 µg mL-1 (below their MBCs over 1 

h), and a good correlation can be established between the membrane disruption and microbes 

killing (Figures S2-S4), implying that membrane disruption, instead of translocation,11 is the 

primary antimicrobial mechanism of these Gua-POSS supramolecules. In addition, the different 

membrane permeabilities of Gua-POSS to respective microbial species are likely due to the 

distinct cell surface structures and compositions.     
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Figure 2. Time-dependent profile of PI fluorescence intensity to monitor microbial membrane 

permeability upon treatment with Gua-POSS at 125 µg mL-1: (a) E. coli, (b) S. aureus, and (c) C. 

albicans. Three replicates were measured for each sample, and the results were expressed as the 

average value with standard deviation shown as the error bar. Representative FESEM images of 

(d) E. coli, (e) S. aureus, and (f) C. albicans treated with T8-C1 at 250 µg mL-1. Panels d1, e1 

and f1 are untreated bacterial/fungal cells as negative control, while panels d2, e2 and f2 are the 

bacterial/fungal cells after treatment. Scale bar is 1 µm. The arrows indicate exemplary sites of 

membrane disruption. Other Gua-POSS all demonstrate disrupted membranes under FESEM 

(see Figure S5 in the Supporting Information). 

 

To attain visual confirmation on the membrane damage, field emission scanning electron 

microscope (FESEM) images were taken on the microbial cells with and without Gua-POSS 

treatment. As a conservative example, T8-C1, the least membrane-disrupting Gua-POSS 

identified by the aforementioned fluorescence assays, induced significant membrane lysis on E. 

coli cells (Figure 2d). Many “broken” or “deflated” cells were observed after the treatment, 

whereas the untreated control retained their original intact ellipsoidal cellular morphology. 

Similar phenomenon was also observed on S. aureus and C. albicans (Figure 2e and f), as well as 

using other Gua-POSS designs (Figure S5). We further note that such membrane-targeting 

antimicrobial mechanism is not reliant on any metabolism or proliferation processes, thus 

making it unlikely for the microbes to develop resistance.11  

2.4. In Vitro Haemolytic Activity and Cytotoxicity 

The in vitro haemolytic activity and cytotoxicity of Gua-POSS molecules were measured to 

evaluate their biocompatibility for future clinical applications. As shown in Figure S6, all four 

Gua-POSS supramolecular designs exhibit negligible haemolytic activities against rat red blood 

cells with concentrations up to 2000 µg mL-1 in PBS. Upon close inspection, those with T10 
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cores demonstrated slightly higher haemolytic activities than their analogues with T8, though all 

were below 5% across the 3.9 – 2000 µg mL-1 concentration range tested.  

In vitro cytotoxicity of these Gua-POSS supramolecules was assessed on L929 mouse fibroblast 

cells using the alamarBlue cell viability assay (Figure S7), and their IC50 values were calculated 

to be 337.6, 426.6, 574.4 and 584.4 µg mL-1 for T10-C1, T10-C3, T8-C1 and T8-C3, 

respectively. They are much higher than the above-shown antimicrobial MICs/MBCs/MFCs, and 

the large differences are therefore indicative of Gua-POSS’s good selectivity towards microbial 

over mammalian cells. This could be ascribed to the intrinsic difference in their cellular 

membrane structures, wherein the microbial membrane carries negative charges while 

mammalian cells are mostly neutral.   

2.5. Inhibition of Biofilm Formation 

Many bacteria tend to form biofilms on living or non-living surfaces, posing a critical threat in 

healthcare, municipal and industrial settings.44 Protected by the ECM, bacteria encased in 

biofilm are much less susceptible to antibiotics and conventional antimicrobial therapies, making 

it an imperative task to develop effective anti-biofilm strategies. Using biomass staining assays,45 

we found that all our Gua-POSS supramolecules display significant and comparable biofilm 

inhibitory effect against both Gram-negative E. coli and Gram-positive S. aureus strains (Figure 

3). The minimum biofilm inhibitory concentration (MBIC50, defined as the lowest concentration 

at which at least 50% of biofilm biomass formation is inhibited relative to the untreated 

control)21 of Gua-POSS against E. coli biofilm formation was determined to be 7.8 – 15.6 µg 

mL-1. Similar inhibitory performance was also observed on the Gram-positive S. aureus, with 

MBIC50 in the 15.6 – 31.3 µg mL-1 range. At a concentration of 125 µg mL-1 or higher, more 
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than 80% of the biofilm formation from both bacteria can be prevented by Gua-POSS in a single 

treatment. 

 

Figure 3. Biomass inhibition efficacy of Gua-POSS supramolecules against (a) Gram-negative 

E. coli and (b) Gram-positive S. aureus biofilm formation. The MBIC50 against E. coli are in the 

7.8 – 15.6 µg mL-1 range, and MBIC50 against S. aureus are in the range of 15.6 – 31.3 µg mL-1. 

Each test was repeated three times, and the average value is reported with standard deviation as 

error bars. 

 

2.6. Disruption of Pre-Established Biofilms 

In addition to biofilm inhibition, the capability of these Gua-POSS supramolecules to break 

down and remove pre-established biofilms was also experimentally verified. Using the biomass 

staining assay,45 all four Gua-POSS supramolecules were found to be highly effective in 

breaking down the pre-formed S. aureus biofilms at different maturity stages (Figure 4). For 

example, T10-C3 at a concentration of 1000 µg mL-1 is able to eradicate 94.0% of young S. 

aureus biofilm. For mediate and mature S. aureus biofilms, the disruption/removal efficacies are 

96.8% and 100%. At a lower concentration of 250 µg mL-1 (~ 50 µM), the biomass removal 
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efficacies of T10-C3 were 84.2%, 84.6% and 85.2% for young, mediate and mature S. aureus 

biofilms, respectively. In addition, XTT assay was subsequently employed to quantify the 

viability of bacterial cells in the biomass residual. In principle, metabolically active bacterial 

cells can reduce the colorless XTT probe, 2,3-bis (2-methoxy-4-nitro-5-sulfophenyl)-5-

[(phenylamino)carbonyl]-2H-tetrazolium hydroxide, into a water-soluble formazan with bright 

orange color, and the color intensity is linearly proportional to the number of viable cells present. 

As shown in Figure 4d-f, almost no viable S. aureus cells were detected in the residual biomass 

of the different-aged biofilms after Gua-POSS treatment at 1000 µg mL-1 concentration. In other 

words, the biomass residual observed mainly consisted of cellular debris and dead bacteria, 

instead of viable ones.  

Visual confirmation was obtained by FESEM images taken on the S. aureus biofilms with and 

without treatment, wherein a significant decrease in the amount of biofilm biomass was observed 

(Figure 4g-i and S8). Upon close inspection, most residual bacterial cells exhibited abnormal 

cellular morphology and significant membrane disruption (inset to Figure 4g2, 4h2 and 4i2), 

indicating they are no longer viable. This observation is in good accordance with the biomass 

staining and XTT assay results shown above. At a lower concentration of 62.5 µg mL-1, partial 

biofilm disruption and removal by Gua-POSS can still be observed (Figure 4a-f). It is worth 

noting that the T10-based Gua-POSS are in general more potent than the T8-based ones, in line 

with the trend of their antimicrobial MBCs. This implies that for such large spherical molecules, 

the number of peripheral functional groups and their 3D spatial arrangement are important in 

determining the apparent anti-biofilm activities, which deserves further investigations. Similar 

biofilm disruption and removal performances were also recorded on the E. coli biofilms (Figure 
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S9), indicating the general anti-biofilm capability of the Gua-POSS supramolecules with precise 

well-defined spherical structures. 

  

Figure 4. Disruption of pre-established S. aureus biofilms by Gua-POSS supramolecules: (a-c) 

biomass staining assay results, and (d-f) XTT cell viability assay results for young (left panels), 

mediate (middle panels) and mature (right panels) S. aureus biofilms. Three replicates were 

measured for each sample, and the results were expressed as the average value with standard 

deviation shown as the error bar. Statistically significant differences are indicated by **p < 0.01 

and *p < 0.05, Student’s t-test, compared with the negative control. (g-i) FESEM images of 
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control (top panels) S. aureus biofilm at different maturity stages and that treated with 1000 µg 

mL-1 T10-C3 overnight at 37°C (bottom panels). Scale bar is 5 µm. Insets show the disrupted 

microbial membranes of the residual S. aureus cells. Other Gua-POSS all demonstrate similar 

biofilm disruption and removal effect (see Figure S8 in the Supporting Information). 

 

2.7. Antiviral Activity against Coronavirus 

In view of the inhibitory effect of guanidine derivatives against coronavirus,46 we expect our 

Gua-POSS supramolecules to exhibit antiviral activities too. The BSL-2 murine hepatitis 

coronavirus (MHV, ATCC ®VR-764TM), a mice-infecting enveloped positive-sense RNA 

coronavirus, was used as a surrogate for the real SARS-CoV species, due to their high structural 

similarities.47 

The antiviral performance against MHV was experimentally quantified using plaque-counting 

assays on confluent monolayers of NCTC clone 1469 mouse liver cells.48 As shown in Table 2, 

both T10-C3 and T8-C1 at 0.5 wt.% displayed excellent antiviral efficacy exceeding the limit of 

detection (i.e. 99.9%), which were significantly higher than that of T10-C1 and T8-C3 showing 

efficacy of 93.3% and 78.5% respectively. Upon lowering the concentration to 0.1 wt.%, good 

antiviral efficacies can still be observed with more than 95% of the coronavirus inactivated by 

T10-C3 and T8-C1 after 1 hour incubation. The killing kinetics was then established using 

different incubation durations (Table S1). T8-C1 at 0.5 wt.% was found capable of deactivating 

99.5% and 98.2% of the coronavirus after 30 min and 10 min incubations respectively in media, 

whereas T10-C3 demonstrated a slightly lower activity, registering at 99.3% and 93.2% for 30 

min and 10 min incubations at identical test conditions.  

We note that the plaque reduction can be caused by two different mechanisms, including virus 

inactivation and host cell protection. A control experiment was hence performed to disentangle 
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these two possibilities, wherein the confluent monolayer of host cells was pre-treated with T8-

C1 (as a representative of the Gua-POSS family) for 1 hour, followed by washing with PBS and 

then subject to MHV infection. The result showed similar number of plaques to the negative 

control, implying that Gua-POSS supramolecules have no protective effect on the host cells and 

the plaque reduction was indeed caused by the virus inactivation. In general, negatively charged 

regions can be universally found on the virus surface proteins, and the cationic Gua-POSS could 

interact with such regions through electrostatic interaction, thus masking the virus from cell 

infection (a common antiviral mechanism for cationic polymers).49 Another possible antiviral 

mechanism could be disrupting the viral membranes by the Gua-POSS supramolecules, similar 

to the antibacterial mechanism described above, although the specific interactions could be 

different, evidenced by the fact that the superiority of T10-based Gua-POSS over T8 ones was 

not seen. It is worth further noting that the lipid envelope of the real SARS-CoV-2 is thinner than 

that of MHV (3.9 nm vs. 7.6 nm),50 making the former usually more susceptible to antiviral 

agents.48 An even higher anti-SARS-CoV-2 efficacy can therefore be expected from our Gua-

POSS supramolecular designs.48 

Table 2. Antiviral efficacies of different Gua-POSS supramolecular designs against murine 

hepatitis virus (MHV). The incubation period was 1 hour at room temperature. The test was done 

inside a BSL-2 hood, and each condition was conducted in three parallel replicates. 

 0.5 wt.% 0.2 wt.% 0.1 wt.% 

T10-C1 93.3 ± 0.7% – – 

T10-C3 >99.9% 97.4 ± 1.0% 96.9 ± 1.0% 

T8-C1 >99.9% 99.7 ± 0.05% 95.1 ± 1.5% 

T8-C3 78.5 ± 3.7% – – 

 

3. CONCLUSION 
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We have successfully conceptualized a novel class of modularly structured guanidinium-

perfunctionalized polyhedral oligomeric silsesquioxanes (Gua-POSS) supramolecules with 

atomic precision and demonstrated their highly potent antimicrobial activities. These spherical 

Gua-POSS supramolecules can effectively act against Gram-positive bacteria (S. aureus), Gram-

negative bacteria (E. coli), and fungal species (C. albicans) via membrane disruption mechanism 

with MICs of 1.7 – 6.8 µM in media. More importantly, they can inhibit the biofilm formation at 

concentrations around their MICs, and break down pre-established biofilms of varying maturity 

stages at ~ 50 µM. They are also capable of inactivating the enveloped coronavirus, with the 

best-performer able to reduce >99.9% of the viral count within 1 hour and >98.2% within just 10 

minutes. Our findings thus demonstrate that the biocompatible POSS could be employed as a 

structurally well-defined scaffold to construct antimicrobials with excellent biocidal activities, 

offering a novel design approach to structurally distinctive inorganic-organic hybrid 

supramolecules for diverse healthcare, municipal and industrial applications. 
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SYNOPSIS  

A novel class of water-soluble guanidinium-perfunctionalized polyhedral oligomeric 

silsesquioxane (Gua-POSS) supramolecules are found to exhibit high potency in killing bacterial 

and fungal cells, inhibiting biofilm formation, disrupting pre-established biofilms at different 

maturity stages, and inactivating SARS-CoV-2 surrogate in a dose- and time-dependent manner. 
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